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JAPANESE INDUSTRIAL STANDARD
JIS R 1608-1990

Testing methods for compressive strength of high performance ceramics

ERRATA 1994. 11,
Page | Position | Wrong Correct
4 Line 4 of 6.2 < L (X~ s= /2 (X-X)
ST R

Remarks: This errata is for correcting the first edition of this Standard.
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In the event of any doubt arising,

the original Standard in Japanese is to be final authority.
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