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Foreword 

This translation has been made based on the original Japanese Industrial 
Standard revised by the Minister of Economy, Trade and Industry, 
through deliberations at the Japanese Industrial Standards Committee 
as the result of proposal for revision of Japanese Industrial Standard 
submitted by Japan Fine Ceramics Association (JFCA)/Japanese Stand­
ards Association (JSA) with the draft being attached, based on the provi­
sion of Article 12 Clause 1 of the Industrial Standardization Law appli­
cable to the case of revision by the provision of Article 14. 

Consequently JIS R 1709:2007 is replaced with this Standard. 

This JIS document is protected by the Copyright Law. 

Attention is drawn to the possibility that some parts of this Standard 
may conflict with patent rights, applications for a patent after opening to 
the public or utility model rights. The relevant Minister and the Japanese 
Industrial Standards Committee are not responsible for identifying any of 
such patent rights, applications for a patent after opening to the public or 
utility model rights. 
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JAPANESE INDUSTRIAL STANDARD JIS R 1709: 2014 

Introduction 

Fine ceramics (advanced ceramics, 
advanced technical ceramics) - Light 

source for test of photocatalytic 
materials used under ultraviolet 

This Japanese Industrial Standard has been prepared based on the first edition of 
ISO 10677 published in 2011 with some modifications of the technical contents to cor­
respond to the actual performance tests in Japan. 

The portions with dotted underlines are the matters in which the contents of the 
corresponding International Standard have been modified. A list of modifications with 
the explanations is given in Annex JA. 

1 Scope 

This Standard specifies the light source and the irradiance meter used when testing 
the performance of photocatalytic materials excited by UV radiation in a laboratory. 

NOTE: The International Standard corresponding to this Standard and the 
symbol of degree of correspondence are as follows. 

ISO 10677 : 2011 Fine ceramics {advanced ceramics} advanced tech­
nical ceramics} - Ultraviolet light source for testing semiconducting 
photocatalytic materials (MOD) 

In addition, symbols which denote the degree of correspondence in the 
contents between the relevant International Standard and JIS are IDT 
(identical), MOD (modified), and NEQ (not equivalent) according to 
ISO/lEe Guide 21-1. 

2 Normative references 

The following standards contain provisions which, through reference in this text, 
constitute provisions of this Standard. The most recent editions of the standards (in­
cluding amendments) indicated below shall be applied. 

JJS __ C_ JJ?_Q_9_ ~ J: __ _ lllywjlJJJ!?f!.? _m~ tt}!:~ l!ti!!:t -,_.: _ (it}!J-'1xt!llp?q.§lJ};:;llgjn~trJ'-1Jl?1l t~ 

JJS __ C_1J?_Q_l ___ l!!l!QJ:~~q_t}!JL!q!!JP§lQ.~gt}nt}!:f!!ligllt;llg_~t}xyiC!~ 

JJS __ C_1J?_lZ~2 ____ J)Q.1J.b..!~_-f!.flJ!R!HlflYQr..t}_~f!.?fltltJWJ!~_-::-'!_q!:tg_·:-'!.~r..fQJ;:lJltJfl~~§Pt}_C!ifjq!J_~ 
.tiQ!I$ 

JJSJ~_JJ;>_Q_Q ____ (iJQ.$~f!r'y'_Q.ftt}!:m~J·f1ltJtj}Jg_tQ_fjll?'_9.t}J:f!wjq~ 

JJS __ Z _ a lla ___ _ ~ig.htiflg_ YQ9./Il)y!q!'y 

3 Terms and definitions 

For the purpose of this Standard, the terms and definitions given in JJ~'--C __ Z6..Ql, JIS 
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