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. JAPANESE INDUSTRIAL STANDARD J 1S
| Testing Method for Permeability to Gases R 2115-1987
of Refractory Bricks
1. Scope
This Japanese Industrial Standard specifies the testing method for permeability

to gases of refractory bricks of which permeability is not less than 5 x 10 m2
(average air hole diameter 0.1 pm).

v

Remarks 1. The units and numerical values given in { } in this Standard
are based on the traditional unit system and are currently the
criteria in force.

2. This Standard is based on the European Unified Standard "16th

PRE Recommendation 1968 Revised" 1972 which was submitted
to "ISO/TC 33",

.' 2. Apparatus and Equipment

2.1 Testing Apparatus

2.1.1 Test Piece Holder The test piece holder to serve shall be capable
of hermetically sealing up the circumference of a test piece as shown in Fig. 1.

Fig. 1. Example of Test Piece Holder

Expansion film

To pressure gauge

Applicable Standard:

. JIS Z 8401-Rules for Rounding off of Numerical Values
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