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1. Scope

Fireclay Brick R 2304-1976

This Japanese Industrial Standard specifies the fireclay brick.

Units and values denoted in { } in this standard shall be in
accordance with International System of Units (SI) and are
given for reference.

Remark:

2. Classification

The fireclay bricks shall be classified into twelve classes by qualities as
listed in Table 1.

Table 1

Classifiéation Symbol
Class 1 N1
Class 2 Grade 1 N 2-1
Class 2 Grade 2 N 2-2
Class 3 N3
Class 4 N 4
Class 5 N5
Class 6 N 6
Class 7 Grade 1 N 7-1°
Class 7 Grade 2 N 7-2
Class 8 N 8
Class 9 N9
Class 10 N 10

3. Qualities

3.1 The fireclay bricks shall be correct in shape and, in appearance, shall

be free from flaws and cracks injurious in use.

3.2 The properties of the fireclay bricks shall conform to the requirements
as listed in Table 2.

Applicable Standards: (See page 4.)

Documents

Copyright by the Japanese Industrial Standards
Sun Sepl0dokd;08:it 20t


http://www.avadocuments.com/doc/jis-r-2304-0
http://www.avadocuments.com/doc/jis-r-2304-0

