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‘ : JAPANESE INDUSTRIAL STANDARD ' JIS

@ _ ~ Refractory Mortars : R 2501-1981

1. Scope

J This Japanese Industrial Standard specifies thermogetting mortar, herein-
after referred to as the 'refractory mortar“, used for laymg f1rebr1cks and
1nsu1at1ng firebricks. :

-t

2, Types

The types and symbols of refractory mortar shall be as given 1n Table 1.

Applicable Standards:
JIS M' 8512-Testing Methods for.Refractriness of Refractory Raw -
Materials ,
JIS R 2502-Testing Method for Grain Size of Refractory Mortar
JIS R 2503-Chemical Analysis of Refractory Mortar - AR |

JIS R 2504-Testing Method for Coefficient of Linear Var1at10n ‘of
Refractory Mortar

JIS R 2505-Testing Method for Setting Time of Refractory Mortar

Reference Standards:
’ JIS Z 8401-Rules for Rounding Off of Numerical Values
JIS Z 8801-Sieves for Testing Purposes
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