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JAPANESE INDUSTRIAL STANDARD JIS

Wired Glasses R 3204-1981

1. Scope

This Japanese Industrial Standard specifies the wired'glasses(l) used
mainly for windows of buildings and vehicles, and others,

Note (1): The wired glasses are defined as the glasses in which
metallic net or wire is embedded in the course of fusion~-
- manufacturing.
2, Types

2.1 Types by Surface Condition The types by*surface'condition shall be
as follows:

’ (1) Wired Figured ,Glass The glass as fusion-manufactured, embedded
with net or wire and cast with a figure on either side.

(2) Wired Polished Plate Glass The plate glass embedded with net or
wire, made from wired figured glass by polishing both sides
extremely flat.

2.2. Types by Thickness The types By thickness shall be as follsws:
(1) 6.8 mm ' |
(2) 10 mm
The 10 mm type is for wired polished plate glass only.

3. Fire,Resistancs

For fire resistance, when the wired glasses are subjected to the fire
. test of 7.1, and whereas the emergence of cracks are acceptable but any gap
which can easily admit the flame is not permitted.

Applicable Standards: See page 5.
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