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In the event of any doubt arising,

the original Standard in Japanese is to be final authority.
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JAPANESE INDUSTRIAL STANDARD . Irs

Glass Beads fDI‘ Traffu: P;amt ——_ R 3301&_1987_

1.  Scope

~ Thiis Japanese Industrlal Stanclard spemﬁes the calorless and transparent glass

beads for reflection to be used. for the tI‘ElfflC pamt heremafter referred to as’ the

- "glass beads",

2. . dlaséificatién

The glass beads shall be d1v1ded mto the fﬂllnwmg three classes at:cofding to-
the partlcle s—lze_ o . | o

No. 1
No. 2.
No. 3

3.  Quality

The quality of glass beads shall be tested by 5. (Tést'-MetﬁoldSJ.. and the
results shall meet the requirements specified in Table 1. -

Applmable Standards.
JIS K 8180 Hyclrﬂchlﬂrlc Amd
JIS K -82-?1-Xylene ' |
| JIS M BIUD-General Rules fnr Methnds uf Samphng of Bulk Materlals |
JIS R 3505—Vﬂ1umetric Glassware | | o

JIS Z 8401 Rules far Roundmg off nf Numemcal Values
NS Z 8801-Test Sieves .
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