JIS R¥3418 91 WM 493308 050u875 376 W

UDC 666.189.2:677.521.074:684.75

- JAPANESE INDUSTRIAL STANDARD

Textile glass fabric
curtains for casement
and drapery

JIS R 3418

Translated and Published
by

Japanese Standards Association

Document4sS

Printed in Japan



http://www.avadocuments.com/doc/jis-r-3418-0
http://www.avadocuments.com/doc/jis-r-3418-0

JIS Rx3418 91 EE 4933608 0504976 202 HN

In the event of any doubt arising, ;

the original Standard in Japanese is to be final authority.

Documents

Document Sharing H

Copyright by the Japanese Industrial Standards
Sun Sepl04okhR0:32t 20thils: JIS R 3418 0


http://www.avadocuments.com/doc/jis-r-3418-0
http://www.avadocuments.com/doc/jis-r-3418-0

JIS Rx3418 91 W@ 4933608 050U4877 149 HE

UDC 666,189,2:677.521.074:684.75
‘ JAPANESE INDUSTRIAL STANDARD JIS

Textile glass fabric curtains for R 3418-1991
casement and drapery

1. Scope

This Japanese Industrial Standard specifies the textile glass fabric
curtains (hereafter referred to as the "cloth").

Note (1) The texture of cloth is to be plain weave, twill weave,
satin weave, leno weave, braided weave or combination of
these. The cloth, in order to be suitable for curtain,
may be executed with debinder treatment, dyeing, resin
working, etc.

The materials of cloth are, as a rule, to be the glass
yarn and its worked yarn (2?) specified in JIS R 3413.

(3) The worked yarns mean bulked yarn, designed plied
. yarns, colored yarns, ete,
Remarks 1. Applicable Standards to this Standard are shown in the
following :

JIS R 3410 Glossary of Terms Relating to Textile Glass

JIS R 3413 Textile Glass Yarns

JIS R 3414 (Glass Fabrics

JIS R 3420 Testing Methods of Textile Glass Products
2. The units and numerical values used in this Standard

are in accordance with the International System of Units

(SI), and those shown in { } are in accordance with

the traditional system of units and are appended for
informative reference.

o

2. Definitions

For the purposes of this Standard main definitions are in accordance
with JIS R 3410. '

3. Classification

The classes of cloths shall be as shown in Table 1 according to the
class and dyeing finish of curtain cloth.
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