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JAPANESE INDUSTRIAL STANDARD JISs

Textile finished glass tapes R 3422-1995

1. Scope This Japanese Industrial Standard specifies the textile
finished glass tapes(!) (hereafter referred to as "finished tapes”)
mainly used for reinforcement of electric insulation, lining and
plastics, ete.

Note (') The finished tape means a glass tape on which surface
finishing such as silane finishing and others have been
completed after cleaning treatment of glass tape specified
in JIS R 3415,

Remarks 1. The following standards are cited in this Standard:

JIS R 3410 Glossary of terms relating to textile glass

JIS R 3415 Glass tapes

JIS R 3420 Testing methods of textile glass products
2. The units and numerical values given in { } in this

Standard are based on the traditiomal units and are

appended for informative reference.

2. Definitions For the purpose of this Standard, the definitioms given
in JIS R 3410 apply.

3. Division, classes and symbols The finished tapes shall be divided
as shown in Table 1 according to its use and weave, and classified as
shown in Table 2 and Table 3.

Table 1. Division and symbol of finished tapes

Division and symbol Use Weave
ETMPF For general use Plain weave (P)
(FRP, lining and
ETMTF others) Twill weave (T)
ETGPF For electric Plain weave (P)
insulation
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