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Copper Clad Laminates and
Other Electric Purposes

1. ScoEe

This Japanese Industrial Standard specifies the finished glass fabrics to be
used for laminates to be used as material for electronic apparatus taking as binder
mainly thermosetting resin, hereinafter referred to as the "electronic fabrics (1) ".

Notes (*) Electronic fabrics designate those using plain weaved alkali-less
- glass () fabrics and cleaning treated, then conducted with surface
) treatment such as silane finishing so as to make appropriate as the
material for electronic apparatus.

(*) Alkali-less glass referred to herein designates that of composition
- whose alkali content is 0.8 % or under.

Remark: The units and numerical values given in { } in this standard are
in accordance with the International System of Units (SI).

2. Classification

The electronic fabrics shall be classified as given in Table 1.

Applicable Standards:

' JIS C 6481-Test Methods of Copper-Clad Laminates for Printed Wiring Boards

JIS C 6484-Copper-Clad Laminates for Printed Wiring Boards (Glass Fabric Base,
Epoxy Resin)

JIS R 3413-Textile Glass Yarns
JIS R 3414-Glass Fabrics

JIS R 3420-Testing Methods for Textile Glass Products
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