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JAPANESE INDUSTRIAL STANDARD J1IS8

. Testing-Method for Heat of Hydration of Cement R 5203-1987

1, - Scope .

This Japanése Industrial Standard specifies the testing method for heat
of hydration of portland cement and portland blast furnace slag cement.

Remark: The units and numerical values given in { } in this Stand-
. _ ) ard are based on the traditional unit system and are cur-
. rently the criteria in force,

2. Sample

About 500 g of sarhple shall be taken in accordance with 3. of JIS
R 5201, - ' :

. 3. Apparatus
i B 3 L] 1

Calorimeter The structure of the calorimeter shall be as shown in

Applicable Standards:

JIS K 8405-Zinc Oxide -

3

JIS K 8541-Nitric Acid
* | JIS K 8819-Hydrofluoric Acid
JIS R 5201-Physical Testing Methods of Cement
JIS 7 8801-Test Sieves |
Refercnce Standard: _
. - JIS Z 8203-SI Units and ;cher Use of their:Multiples and of Certain otﬁer

Units : '
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