f y = T -
JIS R*LUDL Q? B 4933608 DDBLSLL? 3 WA jﬁ : —

UDC 621.921 : 539 2152

JAPANESE INDUSTRIAL STANDARD
Abrasive Grain Sizes

JIS R 6001

Transiated and Published :
, by

Japanese Standards Association

Documents

Printed in Japan : ) L Sharing 13

R 6004 document details: JIS R 60010


http://www.avadocuments.com/doc/jis-r-6001-0
http://www.avadocuments.com/doc/jis-r-6001-0

JIS RXx600L 47 = 49336048 0069LLE &5 W

In the event of any doubt arising,

the original Standard in Japanese is to be final authority.

Copyright by the Japanese Industrial Standards
Sun Sepl0dokbAfH6t 204thils: JIS R 60010

- Documents

Document SharingHub



http://www.avadocuments.com/doc/jis-r-6001-0
http://www.avadocuments.com/doc/jis-r-6001-0

JIS RxLOOL1 47 MM 4933608 0069619 7
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JAPANESE INDUSTRIAL STANDARD I1S

Abrasive Grain Sizes R 6001-1987

1. Scope

This Japanese Industrial Standard specifies the grain sizes of artlflclal
abraswes and other general abrasives.

N ,
2.  Classification of Grain Sizes
7 The classification of abraswe grain sizes shall be in accordance w1th
Table 1.
Table 1. Classification of Grain Sizes
Division Class of grain size
® ' f8 # 10 # 12 F 14 4 16 # 20 § 24
Grain # .30 # 36 # 46 # 54 # 60 # 70 # 80
90 # 100 # 120 # 150 # 180 # 220
. ¥ 240 # 280 -# 320 # 360 # 400 4 500 # 600
Powder | # 700 # 800 # 1000 # 1200 # 1500 # 2000 # 2500
# 3000 - # 4000 # 6000 # 8000
Remark: The grain size shall be designated by préfixing No, to a
numerical value.
Examples: # 8 is called No. 8 and # 220 No. 220.
' 3. Grain Size Distribution

3.1 Grains = The grain size of grains shall be distributed as given in Table 2.

-y

Applicable'Standards: See page 5.
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