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JAPANESE STANDARDS ASSOCIATION

JAPANESE INDUSTRIAL STANDARD
General Rule for Test Method of Furniture JIS
S 1017-1983

1. Scope

This Japanese Industrial Standard specifies the general matters

for performance tests of furnitures specified in the Japanese Industrial

Standards.

Remark: The units and numerical values given in { } in this
standard are in accordance with the International System

of Units (SI), and are appended for reference.

2, Performance Items

The performance classification concerning the performance tests

of furnitures shall conform to Table 1.

Table 1. Performance Classification

Required . . e .
Perggrmance Performance item Significance of performance item
No falling down shall be caused due
Stability to earthquake, vibration and other
.external forces.
Toxic propert Surface materials (paints and the
c.p perty like) shall have no toxic character.
.. Neither catching of clothings by
Injurious . .
Safety ropert protrusion and corner, nor injury
property on human body shall be caused.
Fire resistance It shal} withstand fire, and shall
be non-inflammable.
Smoke-emission No smoke shall be generated due to
property combustion.
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