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In the event of any doubt arising, )
the original Standard in Japanese is to be final authority

Errata for JIS (English edition) are printed in Standardization Journal, published monthly
by the Japanese Standards Association.

Errata will be provided upon request, please contact:
Business Department,

Japanese Standards Association

4-1-24, Akasaka, Minato-ku,

Tokyo, JAPAN 107

TEL. 03-3583-8002

FAX. 03-3583-0462

Errata are also provided to subscribers of JIS (English edition) in Monthly Information.

Documents

Document Sharing Hub

Copyright by the Japanese Industrial Standards
Sun Sepl0dokfshbdit 204thils: JIS S 2040 0


http://www.avadocuments.com/doc/jis-s-2040-0
http://www.avadocuments.com/doc/jis-s-2040-0

JIS Sx2040 94 EE 4933L08 0534605 TO4 WA

®

1. Scope This Japanese Industrial Standard specifies large plastics lockable
containers for household wares of round shape and square shape formed by
injection moulding (hereafter referred to as "containers"). The clothes storing
case and the plastics returnable containers specified in JIS Z 1655 are excepted.
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Remarks: The following standards are cited in this Standard:

JIS A 1415 Recommended practice for accelerated artificial
exposure of plastics building materials

JIS B 7507 Vernier, dial and digital callipers

JIS B 7514 Steel straightedges

JIS B 7516 Metal rules

JIS B 7753 Light-exposure and light-and-water-exposure
apparatus (Open-flame sunshine carbon-arc type)

JIS K 6747 Polypropylene moulding materials

JIS K 6748 Polyethylene moulding materials

JIS K 6900 Plastics — Vocabulary

JIS K 7105 Testing methods for optical properties of plastics

JIS K 7211 General rules for testing impact strength of rigid
plastics by the falling weight method

JIS Z 1655 Plastic returnable containers

JIS Z 8401 Rules for rounding off of numerical values

JIS 7Z 8801 Test sieves

2. Definition

K 6900 apply.

3. Classification

For the purpose of this Standard the definitions given in JIS

The containers are classified as shown below according to

their shapes, nominal capacities and uses.

(1)

Classification according to shapes

(a)
(b)
(2)

Round

Square

Classification according to nominal capacities

201,2517,301,351,401,451,501,601,7017, 801,901, 100, 110 {,
120 [, and 130/

(3)

Classification according to uses

(a)
(b)
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Usable for food, drinking water and the like

Unusable for food and drinking water
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