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JAPANESE STANDARDS ASSOCIATION

) JAPANESE INDUSTRIAL STANDARD J1S

Method of Fragment Retention Test for S 2306~1978
Carbonated Beverage Bottles

l. Scope

This Japanese Industrial Standard specifies the method of fragment
retention test for carbonated beverage bottles, hereinafter referred to

as the "bottles”, applied with fragment retention film treatment.

Remark: The units and numerical values showun in { } in this
standard, are in accordance with the International
System of Units (SI) and appended for reference,

2. Testing Apparatus

The testing apparatus shall be installed on a concrete floor as
given in Figure, and be provided with the following conditions (See

Figure).
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