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. JAPANESE INDUSTRIAL STANDARD JIS
Bone chind table wares S 2401-1991
1. Scope
s This Japanese Industrial Standard specifies bone china tableware

" Remarks 1. The following Standards are cited in this Standard:

JIS K 8223

JIS K 8541

JIS K 8747

JIS K 8819

’ ‘ . JIS K 8905
| JIS K 9007

JIS P 3801

(hereafter referred to as the "bone china").

Perchloric Acid |
Nitric Acid

Ammonium Vanadate (V)

Hydrofluoric Acid

Ainmonium Molybdate

Potassium Dihydrogenphosphate

Filter Paper (for Clqemical Analysis)

2. The International Standards Correspondi'ng to this
Standard are as follows:

ISO 6486/1

ISO 6486/2

‘ 2. Definitions

Ceramic ware in contact with food -
Release of lead and cadmium - Part 1:
Method of test

Ceramic ware in contact with food -
Release of lead and cadmium - Part 2:
Permissible limits

For the purposes of this Standard, the following main definitions

apply:

(1) base The part of the ceramic ware excluding the glaze layer.

(2) bone china The base composed of at least tricalcium phosphate, ash
feldspar, and glass material.,

(3) tableware A tool used during a meal, part of which is in direct
contact with food or drink.
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