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JAPANESE INDUSTRIAL STANDARD JIS S 6052 : 1987

(Reaffirmed : 1992)

Porcelain-enameled marker board

1 Scope This Japanese Industrial Standard specifies the porcelain-enameled marker board
used indoors (hereafter referred to as “marker board”) for describing with a marking pen for
marker board (hereafter referred to as “marker”).

2 Definitions The definitions of the main words in this Standard are as shown in Attached
Figure and JIS R 4301.

3 Classification

3.1 Division according to fixing methods The division according to fixing methods shall
be as follows:

(1) Fixed type That fixed on the wall
(2) Movable type That possible to be moved by casters
(3) Suspended type That to be hung on the wall surface using an attaching device

3.2 Division according to sizes of marker board The division according to the sizes of
the marker board shall be as given in Table 1. If it is impossible to apply the division in
Table 1 due to the structure of building and the like, the agreement between the interested
parties may apply.

Table 1 Division according to sizes of marker board

Unit: mm
Division according to Dimension (shorter Division according to | Dimension (shorter
sizes of marker board side X longer side) sizes of marker board | side X longer side)
No. 1 300 X 450 No. 7 1 200 X 1 800
[ No.2 450 X 600 No. 8 1 200 X 2 400
No. 3 600 X 900 No. 9 1 200 X 2700
No. 4 900 X 1 200 No. 10 1 200 X 3 600
No. 5 900 X 1 800 No. L 1 500 X 3600
No. 6 1 000 X 3 600

Normative references:

JIS B 0601 Surface roughness— Definitions and designation

JIS B 0651 Instruments for the measurement of surface roughness by the stylus method
JIS B 1501 Steel balls for ball bearings

JIS B 7516 Metal rules

JIS B 7522 Textile tape measures

JIS G 3133 Decarburized steel sheets and strip for porcelain enameling

JIS G 3314 Hot-dip aluminium-coated steel sheets and coils

JIS R 3202 Float and polished plate glasses

JIS R 4301 Quality standard of porcelain enamelled products

JIS Z 8401 Rules for rounding off of numerical values

JIS Z 8721 Colour specification — Specification according to their three attributes
JIS Z 8722 Methods of colour measurement — Reflecting or transmitting objects
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