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UDC 615.472: 616-72: 616. 62
. JAPANESE INDUSTRIAL STANDARD J18

Urethral Curettes T 2614-1988

1.. Scope

This Japanese Industrial Standard specifies urethral curettes for medical
use, hereinafter referred to as the "curettes".

Remark: The units and numerical values given in ( ) in this
Standard are based on the traditional unit system and
7 appended for informative reference.

2. Classification, Shape, and Dimensions

The ciassification, shape, and dimensions shall be as shown in Table and
Attached Figs. 1 and 2.

Q Table

Dimensions(*) mm

© Class’ Remark
' Total length | Handle length

| Asch type urethral
Class 1 - 255 103 - | curette

Class 2 195 46 Urethral curette

Note (') The dimensions indicate the standard values.

3. Material and Processing Method

The head and neck shall be made of the material specified in JIS G 4401
and the handle, made of either C 2600 P, C 2680 P, C 2720 P, or C 2801 P
specified in JIS H 3100, and the neck and handle shall be joined by brazing.

’ However, the handle may be made of the same material as that of the head
- and neck.

Further, curettes shall be plated with nickel or nickel-chromium.

Applicable Standards:

JIS B 4704-Set Files
JIS G 4401-Carbon Tool Steels

. JIS H 3100-Copper and Copper Alloy-Sheets, Plates and Strips
JIS H 8617-Electroplated Coatings of Nickel and Chromium
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