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1. Scope

This Japanese Industrial Standard specifies the broaches for dental
use, '

Remark: The units and numerical values given in { } in this
standard are in accordance with conventional system of
units and are appended for informative reference.

2. Classification and Dimensions

The classification and dimension of broaches shall be as shown in
Table 1. : : :

Applicable Standards:
‘ JIS G 3522-Piano Wire
o JIS G 4309-Stainless Steel Wires Documents
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