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. JAPANESE INDUSTRIAL STANDARD JIS

Dental Impression Compound : - T 6504-1985

1. Scope

This Japanese Industrial Standard specifies the dental impression compound,
\ hereinafter, referred to as the "compound" used for taking the impression in the
mouth and preparation of the tray supporting other impression materials.

Jpra.

Remark: The units and numerical values given in { 1} in this standard are
in accordance with the conventional system of units and appended
for informative reference. : :

2. Classification

The compound shall be classified as given in Table 1.

.  Table 1. Classification
Type - . Remarks
Modelling compound For taking the impression in the mouth

For prepai'ation of the tray supporting impression

Tray compound materials and taking the impression in the mouth

3. Quality
The quality of compound shall comply with the following provisions.

(1) When the compound is heated by flame, a smooth face is produced. After
forming, its ends shall not become brittle at room temperature.

(2) When the compound is tested in accordance with 4.1, the contraction rate
to each temperature shall be as given in Table 2.

Table 2, Contraction Rate

Contraction rate %

Temperature °C

- : Modelling compound Tray cotnpound
¥ ) - -
! 37 15 max. : 2 max.

45 85 min. 70 to 85 incl.
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