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Foreword

This translation has been made based on the original Japanese Industrial
Standard established by the Minister of Health, Labour and Welfare and
the Minister of Economy, Trade and Industry, through deliberations at
the Japanese Industrial Standards Committee as the result of proposal
of establishing a Japanese Industrial Standard from Japan Safety Appli-
ances Association (JSAA)/Japanese Standards Association (JSA), with a
draft being attached, based on the provision of Article 12 Clause 1 of the
Industrial Standardization Law.

This Standard has been made based on ISO 17493 : 2000 Clothing and
equipment for protection against heat—Test method for convective heat
resistance using a hot air circulating oven for the purpose of making it
easier to compare this Standard with International Standard; to prepare
Japanese Industrial Standard conforming with International Standard;
and to propose a draft of an International Standard which is based on
Japanese Industrial Standard.

Attention is drawn to the possibility that some parts of this Standard may
conflict with a patent right, application for a patent after opening to the
public, utility model right or application for registration of utility model
after opening to the public which have technical properties. The relevant
Ministers and the Japanese Industrial Standards Committee are not respon-
sible for identifying the patent right, application for a patent after opening
to the public, utility model right or application for registration of utility mod-
el after opening to the public which have the said technical properties.

Date of Establishment: 2006-04-25
Date of Public Notice in Official Gazette: 2006-04-25
Investigated by: Japanese Industrial Standards Committee
Standards Board
Technical Committee on Protective Equipment

for Occupational Safety

JIS T 8023 : 2006, First English edition published in 2007-10

Translated and published by: Japanese Standards Association
4-1-24, Akasaka, Minato-ku, Tokyo, 107-8440 JAPAN

In the event of any doubts arising as to the contents,
the original JIS is to be the final authority.
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JAPANESE INDUSTRIAL STANDARD JIS T 8023 : 2006

Clothing and equipment for protection against heat—
Test method for convective heat resistance using a hot
air circulating oven

Introduction This Japanese Industrial Standard has been prepared based on the first
edition of ISO 17493 Clothing and equipment for protection against heat—7Test method
for convective heat resistance using a hot air circulating oven published in 2000 with some
modifications of the technical contents.

The portions underlined with dots in this Standard are the matters in which the con-
tents of the original International Standard have been modified. A list of modifications
with explanations is given in Annex 1(informative).

1 Scope This Standard describes a test method for evaluating the heat resistance of
protective clothing materials or items and equipment when exposed in a hot air circu-
lating oven. The method is intended to evaluate physical changes in a material at a given
exposure temperature. Materials are evaluated for visible changes or subjected to a ma-
terial property measurement following heat exposure. This test method also enables the
measurement of shrinkage that occurs as a result of the heat exposure. Different proce-
dures are provided depending on the type of the protective clothing material or item be-
ing tested.

NOTE : The International Standard corresponding to this Standard is as follows.

In addition, the symbols which denote the degree of correspondence in
the contents between JIS and the relevant International Standard are IDT

(identical), MOD (modified) and NEQ (not equivalent) according to ISO/IEC
Guide 21.

ISO 17493:2000 Clothing and equipment for protection against heat— Test
method for convective heat resistance using a hot air cir-
culating oven (MOD)

2 Normative references The following standards contain provisions which, through
reference in this text, constitute provisions of this Standard. If the indication of the year
of publication is given to these referred standards, only the edition of the indicated year
constitutes the provision of this Standard but the revision and amendment made there-
after do not apply. The normative references without the indication of coming into effect
apply only to the most recent editions (including amendments).

JIS L 0105 General principles of physical testing methods for textiles

NOTE : IS0 139 : 1973 Textiles—Standard atmospheres for conditioning and test-
ingis equivalent to the said standard.
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