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JAPANESE STANDARDS ASSOCIATION

JAPANESE INDUSTRIAL STANDARD JIS

Rubber Hot Water Bags T 9102-1975
(Reaffirmed: 1983)

1. Scoge

This Japanese Industrial Standard specifies the rubber hot water
bags made of rubber wholly, hereinafter referred to as the "hot water

bags".
Remark: The units and numerical values given in { } in this
standard are in accordance with the International System

of Units (SI), and are appended for reference.

2. Method of Manufacture

For the hot water bags, the rubber shall be made by vulcanizing
the compounded rubber of good quality.

3. Quality R

3.1 Appearance The hot water bags shall be regular in both shape
and thickness and of good adhesion in junctions, and there shall not be
flaws, dirts, spots, cracks, admixtures of foreign matters and other
defects detrimental to use.

Further, for the hot water bags, the safe and secure mouth pieces

shall be used and attached carefully.

3.2 Thickness The thickness shall be 0.6 mm or over, when measured

by the test method specified in 4.1,

-

Applicable Standard:

'JIS K 6301-Physical Testing Methods for Vulcanized Rubber
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