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' @ JAPANESE INDUSTRIAL STANDARD JIS

Silicagel Desiccants for Packaging Z 0701-1977
(Reaffirmed: 1980)

1. Scope

This Japanese Industrial Standard specifies the silicagel desiccants, herein-
" after referred to as the "desiccants", to be used for packaging.

2. Classification and Symbols

2.1 The classification and symbols according to hygroscopicity shall be as
given in Table 1.

Applicable Standards:
. JIS R 3503-Glass Apparatus for Chemical Analysis
JIS R 3505-Glass Volumenometer for Chemical Use
JIS Z 8801-Sieves for Testing Purposes
JIS Z 8802-Methods for Determination of pH of Aqueous Solutions
‘ Refference Standard:

JIS Z 8806-Method of Humidity Measurement
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