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1. Scope

UDC 621.798.151:666.94
JAPANESE INDUSTRIAL STANDARD JIS

Sewn Kraft Paper Sacks for Cement Z 1505-1975
(Reaffirmed: 1989)

This Japanese Industrial Standard specifies the sewn kraft paper
sacks, hereinafter, referred to as the "paper sacks", used for packaging of
However, this standard does not apply to renewal paper sacks,

cement.

, Remark: The units and numerical values given in { } in this Stand-

ard are based on the International System of Units (SI) and
are appended for informative reference.

Applicable Standards:

JIS L 1008-Testing Method for Cotton Yarn
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JIS
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1067-Testing Methods for Spun Synthetic Yarn and Blended Spun
Yarn

2101-Cotton Sewing Thread

2512-Vinylon Sewing Threads

3401-Kraft Papers

3412-Kraft Extensible Paper

0215-Testing Method of Sew-up Strength for Largé—Sized Paper Bag
0217-Drop Testing Method for Kraft Paper Sacks

1531-General Rules for Sewn Kraft Paper Sacks
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