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JAPANESE INDUSTRIAL STANDARD ) JIS Z 1506 : 1997

Corrugated shipping containers

1 Scope This Japanese Industrial Standard specifies shipping containers made of
corrugated fibreboards (hereafter referred to as "containers").

Remarks: The following standards are cited in this Standard:

JIS P 0001 Glossary of terms used in pulps and papers industry

« .
JIS P 8111 Conditioning of paper and paperboard for test
JIS Z 0104 Glossary of terms used in corrugated fibreboard industry
JIS Z 0212 Method of compression test for packaged freights and
containers
JIS Z 1507 Types of corrugated ﬁb-reboard boxes
JIS Z 1511 Gummed paper tapes (for packaging)
JIS Z 1512 Gummed cloth tapes (for packaging)
JIS Z 1516 Corrugated fibreboards for shipping containers
2 Definitions For the purpose of this Standard, the definitions given in JIS P
0001 and JIS Z 0104 apply.
3 Classification The containers shall be classified into 8 classes given in Table 1.
Table 1 Classification
Class Symbol Corrugated fibreboard used Packaging limit(%)
Maximum | Maximum
gross il}ner
mass(?) dimen-
sions(®)
kg cm
Double faced | Class 1 CS-1 | Double faced corru-
corrugated gated fibreboard Class 1 10 120
container Cl 2 CS-2 | Double faced .
ass — ouble faced corru-
gated fibreboard Class 2 20 150
Class 3 CS8-3 | Double faced corru-
gated fibreboard Class 3 30 175
Class 4 CS—-4 | Double faced corru-
- Cl 4 40 200
v gated fibreboard ass
Double wall | Class 1 CD-1 | Double wall corru- Clasé 1 20 150
corrugated gated fibreboard
container
Class 2 CD-2 | Double wall corru- Class 2 30 175
gated fibreboard
Class 3 CD-3 | Double wall corru- Class 3 40 200
gated fibreboard '
Class 4 | CD—4 | Double wall corru- Class 4 50 250
gated fibreboard
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