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1. Scope

UDC 621.798,156:676.273

' @ JAPANESE INDUSTRIAL STANDARD

Corrugated Fibreboards for
the Shipping Containers

JIS

Z 1516-1985

This Japanese Industrial Standard specifies the corrugated fibreboards
3 to be used for making corrugated shipping containers, hereinafter referred

to as the "corrugated fibreboards".

Remark: The units and numerical values given in { } in this
standard are in accordance with the International System of
Units (SI), and are appended for reference.

2. Classification

‘ The corrugated fibreboards, which come structurally in two types of
the double faced corrugated fibreboard and the double wall corrugated

fibreboard, are classified into eight classes as given in Table 1.

Table 1
Classification Symbol
Class S -1
Double faced | Class S -2
corrugated
fibreboard Class S -3
Class S -4
Class D-1
‘ Double wall |Class D-2
corrugated
fibreboard Class D -3
Class D-14
‘ Applicable Standards and Reference Standards: See page 6.
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