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. JAPANESE INDUSTRIAL STANDARD . Jd1ISs
Water Proof Corrugated Fibreboards Z 1537-1989
1. Scope
This Japanese Industrial Standard specifies the waterproof corrugated
. fibreboards.
¥ Remark: The units and numerical values given in {.} in this Standard
v are based on the traditional units are currently the criteria in
force.

2. Definitions

For the purposes of this Standard, the definitions of J18s Z 0104 apply.

3. Types
’ The types of the waterproof corrugated flbreboards shall be as g'1ven in
Table 1. _
Table 1
Type . | . .7 .~ Remark

Water?repellent The corrugated flbreboards surface processed S0
| corrugated -as to prevent the permeation of water by re-
1 fibreboards pelling water and forming it into waterdrops when
' | subjected to splashes of water for a short time.

Water-barrier ' The corrugated fibreboards which have been

corrugated processed to be impervious to water when in
fibreboards = contact with water for a long time., -
Water-resistant The corrugated- fibreboards processed so as to
corrugated retain their original strength when submerged in
Ly ‘ fibreboards water for a long time.
4, Quality

The. quallty of the waterproof corrugated f1breboards shall be as
specified in Table 2 to 4,

-’

. " Applicable Standards and Reference Standards: See page 5.
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