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UDC 621,798,243
. JAPANESE INDUSTRIAL STANDARD JIS
Rubber Band for Packaging Z 1701-1976
(Reaffirmed: 1985)
1. Scope
This Japanese Industrial Standard specifies the rubber ring shaped
band, hereinafter referred to as the "rubber band", used for packaging and
otherwise principally for binding.
Remark: The units and numerical values given in { } in this Stand-

ard are in accordance with the International System of Units
(SI) and are appended for informative reference.

e

2. Classification

Rubber bands shall be classified into Class 1 and Class 2 according to
. the performance thereof. '
Class 1 Rubber band of low tensile stress

Class 2 Rubber band of high tensile stress
3. Quality

3.1 Appearance Rubber bands shall be uniform in size and free from
defects harm'ful to use such as flaws, fissure, tacky adhesion, blowhole,
mixture of foreign matters, etc. and faults likely to impair remarkably the
appearance such as spots, stains, etc.

3.2 Performance Rubber bands shall conform to the requirements
specified in Table 1.

Applicable Standard:

JIS K 6301-Physical Testing Methods for Vulcanized Rubber

Reference Standard:

. JIS Z 8203-SI Units and the Use of their Multiples and of Certain other
Units
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