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Containers Blow-molded from Polyethylene Z 1706-1976
(Reaffirmed: 1980)

l. Scope

This Japanese Industrial Standard specifies polyethylene cans to be used
as the containers to contain industrial chemicals, reagent chemicals, agricul-
tural chemicals, medical chemicals, distilled water and foodstuffs, hereinafter
referred to as the "cans", and together with 1lids to be attached thereto.,

Remark: The unit and numerical values given in { } in this standard
are in accordance with the International System of Units (SI)

and are appended for reference.

2, Mﬂaning of Terms

The polyethylene can is defined as the container which is made of polyethy-
. lene without other material needed for outer packaging for the use in storage and
transportation. It shall be capable of being stacked and shall provide a handle

or a hold te render the handling convenient.

3. Types

The cans shall be classified as shown in Table 1 according shape, nominal
capacity and use. However, those used for special purpose to contain mainly
dangerous objects and the like shall have thicker wall as specified in Table 3,

Table 1
Shape Nominal capacity (O Use
5
General
10
Flat
20
General or special
30
5
General
10
Square
20
General or special
30

-
-

| Appllcable Standards and Reference Standard: See page 7.

Documents


http://www.avadocuments.com/doc/jis-z-1706-1976
http://www.avadocuments.com/doc/jis-z-1706-1976

