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. JAPANESE INDUSTRIAL STANDARD JIS

Heat Shrinkable Plastic Films for Packaging Z 1709-1976
(Reaffirmed: 1980)

1. Scope

This Japanese Industrial Standard specifies heat shrinkable plastic films for
! packaging used for transport packaging or assembly packaging, hereinafter

referred to as the '"films".

In this standard the units and numerical values in { } are based
on the International System of Units (SI) and appended for reference

only.

. 2. Definitions

For the purpose of this standard the following significant definitions apply:

Remark:

(1) assembly packaging The assembly packaging means such packaging that
plural packaged freights are placed on a pallet or skid and united in a

large freight.
Remark: Refer to JIS Z 0108.

(@) heat shrinkable plastic film for packaging The heat shrinkable plastic
film for packaging is a plastic film processed by stretching and shrunk
by heating in packaging work to setfle things.

Applicable Standards:

JIS B 7524-~Feeler Gauges
JIS Z 0108-Glossary of Terms for Packaging (General Part)
JIS Z 1702~Polyethylene Films for Packaging

‘ Reference Standard:
JIS Z 8203-SI Units and Recommendations for the Use of their Multiples and

of Certain Other Units
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