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Method of Shore hardness test Z 2246-1992

1. Scope

This Japanese Industrial Standard specifies Shore hardness test methods
mainly for metallic materials. :

Note: The standards cited in this Standard are as follows:
JIS B 060l-Definitions and Designation of Surface Roughness
JIS B 7727-Shore Hardness Testing Machines
JIS B 7731-Standard Blocks of Shore Hardness
JIS Z 8401-Rules for Rounding off of Numerical Values

. 2, Definition of terminology

Definition of terms used in this standard comply with the following:

(1) Shore hardness Shore hardness is defined as the hardness obtained by
the jumping height % when the hammer drops on the test surface of the
test piece from the constant height h. Shore hardness value shall be
calculated with the following equation:

=l
HS=k7

where, HS: shore hardness

k

coefficient to convert into Shore hardness

Remarks: HS shall be used as a mark to express Shore hardness
and that value.

' (2) mark of hardness Mark of hardness consists of HS and following the
type of test machine. The correspondence between the mark of hardness

The correspondence between the mark of hardness and the test machine
type shall be as shown in Table 1.

‘ Table 1. The correspondence table of the mark of hardness
and the type of test machine

Test machine

Mark of hardness

Type mark Type
HSC c Visual reading type
HSD D Indicator type

Documents

Copyright by the Japanese Industrial Standards
Fri Sépul%idauB:amRaktails: JIS Z 2246 0


http://www.avadocuments.com/doc/jis-z-2246-0
http://www.avadocuments.com/doc/jis-z-2246-0

