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Methods of Tension and Impact Tests for Z 3111-1986
Deposited Metal

1. Scope

This Japanese Industrial Standard specifies the methods of tension and
impact tests for deposited metals.

2. Definitions

The terms used in this Standard shall be defined as follows:

~

(1) sample plate The base plate not yet welded and to undergo tests.

(2) test plate The plate after completion of welding and ready for sampling
of test pieces.

(3) test piece The specimen taken out of the test plate and machined into
designated form and dimensions for tests.

Applicable Standards:
JIS B 0031-Method of Indicating Surface Texture on Drawings
JIS Z 2201-Test Pieces for Tensile Test for Metallic Materials
JIS Z 2202-Test Pieces for Impact Test for Metallic Materials
JIS Z 2241-Method of Tensile Test for Metallic Materials

JIS Z 2242-Method of Impact Test for Metallic Materials
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