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JAPANESE INDUSTRIAL STANDARD JIS

Methods of tensile test for butt welded joints Z 3121-1993

1. Scope This Japanese Industrial Standard specifies the method of tensile
test for butt welded joints of plate and tube of metallic materials.

Remarks 1. The following standard is cited in this Standard.
JIS Z 2241 Method of tensile test for metallic materials

2. The International standard corresponding to this Standard is
as follows.

ISO 4136: 1989 Fusion-welded butt joints in steel — Trans-
verse tensile test

2. Classification of test pieces The classification of test pieces is specified in

Table 1.
Table 1. Classification of test pieces
Class of test piece Test material
No. 1 Plate
No. 1A
No. 2 Tube | Under 50 mm in outer diameter
No. 3 50 mm and over Under 9 mm in
No. 3A in outer diameter | wall thickness
No. 4 9 mm and over in
No. 4 A wall thickness

Remarks: Test pieces No. 1 A, No. 3 A and No. 4 A are
those specified in ISO 4136: 1989.

3. Test pieces The shapes and dimensions of test pieces shall be as follows.

(1) Test piece No. 1 The shape and dimensions of the test piece No. 1 shall
conform to Fig. 1.
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