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JAPANESE INDUSTRIAL STANDARD | JIS

Method of Tension Test for Front Fillet Welded Joint Z 3131-1976

1. Scope

This Japanese Industrial Standard specifies the method of the tension test
for front fillet welded joint of metallic materials.

2. Types of Tests

The tests shall be of two types of the tension tests for the strapped front
fillet welded joint and the crogs-shaped fillet welded joint.

Applicable Standard:

‘ JIS Z 2241-Method of Tension Test for Metallic Materials
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