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' JAPANESE INDUSTRIAL STANDARD JIS

Method of Tension Test for Spot Z 3137-1990
Welded Joint

1. Scope

. This Japanese Industrial Standard specifies the method of tensile test
for spot welded joint of metallic materials.

2. Kinds of Tests

The kinds of tests shall be of the two types, namely, the cruciform
tensile test and the U-type tensile test.

3. Test Piece

(1) The shape of cruciform tensile test piece shall conform to Fig. 1.

’ Fig. 1. Shape of Cruciform Tensile Test Piece
Unit: mm
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' Remark: t : plate thickness
‘ Applicable Standard:
JIS Z 2241-Method of Tensile Test for Metallic Materials
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