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JAPANESE INDUSTRIAL STANDARD JIS

Palladium Brazing Filler Metals Z 3267-1976
(Reaffirmed: 1986)

1. Scope

This Japanese Industrial Standard specifies palladium brazing filler metals,
hereinafter referred to as "filler metals", used for brazing.

2. Classification

The filler metals shall be classified into 10 classes as given in Table 1 accord—
ing to their chemical compositions.

Applicable Standards:

JIS H 0321-General Rules for Inspection of Non-ferrous Metal Materials
JIS Z 3900- Method for Sampling of Precious Brazing Filler Metals
JIS Z 3906- Methods for Chemical Analysis of Palladium Brazing Filler Metals
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