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@ JAPANESE INDUSTRIAL STANDARD J IS

Soft Solder Z 3282-1986

1. Scope

This Japanese Industrial Standard specifies various kinds of solder alloys
comprising tin-lead, tin-antimony, tin-silver, tin-bismuth, lead-silver, tin-
lead-silver and tin-lead-bismuth, hereinafter referred to as the "solder".

2. Classification

The solder shall be classified according to the chemical composition, as
shown in Table 1.

Applicable Standards:

JIS H 0321-General Rules for Inspections of Non-ferrous Metal Materials

JIS Z 3910-Method for Chemical Analysis of Solder

JIS Z B8801-Test Sieves
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