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JAPANESE INDUSTRIAL STANDARD JIS

Filler Rods and Wires for TIG Welding of 9 % Z 3332-1990
Nickel Steel

X

1. Scope

This Japanese Industrial Standard specifies the high nickel type filler rods
and wires (hereafter referred to as the "rods and wires") to be used for TIG
‘welding of 9 % nickel steel, '

Remark: The units and numerical values given in { }in this Standard
are based on the International System of Units (SI) and are
appended for informative reference.

Further, the traditional units accompanied by numerical values
in this Standard shall be converted on Janualy 1, 1991 to the
SI units and numerical values specified in Annex.

' 2. Classification

The rods and wires shall be classified as specified in Table 1 according to
the chemical composition.

Table 1

Class

YGT 9 Ni-1

YGT 9 Ni-2

YGT 9 Ni-3

Remark: The class symbols shall be indicated as exemplified below.

Y GT. 9Ni-1

. _l‘ T Chemical composition of wire

For 9 % nickel steel

For TIG welding

Rod and wire

. Applicable Standards: See page 7.
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