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JAPANESE INDUSTRIAL STANDARD JIS
Nickel and Nickel Alloy Filler Rods and Z 3334-1988
Wires for Arc Welding
1. Scope
This Japanese Industrial Standard specifies the nickel and nickel alloy
filler rods, hereinafter referred to as the "rods", and wires, hereinafter

referred to as the "wires", to be used for TIG welding and MIG welding.

‘ 2. Classification

Rods and wires shall be classified according to chemical components
given in Table 1.

Table 1. Classification of Rods and Wires

. YNi-1 YNiMo-1
‘ YNiMo-3
YNiCu-1 YNiMo-7
YNiCu-7
YNiCrMo-1
YNiCe-3 YNiCrMo-2
YNiCrMo-3
YNiCrFe-5 YNiCrMo-4
YNiCrFe-6 YNiCrMo-8
YNiFeCr-1

Remark: The attaching method of symbols of classification shall be as
shown in the following example.

® Y Ni—1
7 l l—————No. indicating classification
Main component

Rod and wire

. 3. Quality

3.1 Rods and Wires Rods and wires shall be uniform in quality, their
surface, be smooth, and, be free from defects harmful to use.

3.2 Chemical Components Chemical components of rods and wires, when
subjected to molten metal analysis according to the method of 6., shall comply
with Table 2,

Applicable Standards: See page 5.
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