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‘ JAPANESE INDUSTRIAL, STANDARD JIS

Method of Measuring Total Amount of Weld Z 3930-1979
Fumes Generated by Covered Electrode

. 1. Scope

This Japanese Industrial Standard specifies the method of measuring the total
amount of weld fumes generated by covered electrode, hereinafter referred to as
the "electrode'", in welding.

2. Definitions
Definitions of principal terms used in this standard shall be as follows:
' (1) total amount of weld fumes The total mass of weld fumes generated in

welding. This includes that per unit time of welding and that per unit
mass of consumed electrode.

(2) collecting box Boxes covering the welding arc in order to be able to
attract and collect the entire amount of weld fumes.

3. Electrode

The electrode shall be used by redrying under conditions recommended by
the manufacturer.

Yy

Applicable Standards:

’ JIS G 3101~Rolled Steel for General Structure
JIS G 3106-Rolled Steels for Welded Structure
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