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‘ - JAPANESE INDUSTRIAL STANDARD JISs
Protective Rubber Gloves for Z 4810-1980
Radioactive Contamination (Reaffirmed: 1985)
1. Scope

This Japanese Industrial Standard specifies the protective rubber gloves
for radioactive contamination, hereinafter referred to as the "gloves",
jointly used with protective clothing specified in JIS Z 4809 in research

: laboratories and factories related to nuclear energy industries.

Remark: The units and numerical values given in { }in this standard
are in accordance with the International System of Units (SI)
and are appended for informative reference.

2. Classes and Dimensions

The classes and dimensions of gloves shall be as given in Table 1.

' Table 1

Unit: mm
Ciass | Ditchsion of | Whele perotery | pongincsy | roickoess
6 3 72 165 255 rin.
7 76 180 255 min.
7% 78 190 265 min 0. 20 to 0.35
8 83 205 265 min.
8 3 86 220 265 min.

Remark: The dimensions other than length and thickness indicate
standard values.

. Notes (') The dimension of a middle finger herein means the distance from
the root of the middle finger and a medical finger to the top of
the middle finger.

(?) The whole periphery of a hand herein means the outer periphery
of the hand at the root of a foreginger and a little finger.

(®) The length herein means the distance from the top of the middle
finger to the lower end of a wrist.

(*) The thickness herein means the thickness of a palm.

Applicable Standards:

JIS K 6301-Physical Testing Methods for Vulcanized Rubber
Q JIS K 6381-Natural Rubber Latex
JIS Z 4809-Protective Clothing for Radioactive Contamination
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