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KES B-A006

1. Scope of Application
This standard specifies the zinc-coated steel plates, sheets and strip.

2. Kind and Symbol
The kind and symbol shall be the same as shown in Table 1.

Table 1

Kind Symbol KS symbol Main usage
coating method equivalent to KS

Kind1 | SPSZ1 SECC For general use

. SPHZC SEHC

Kind2 |SPSZ2

SECD
Kind3 |SPSZ3

Zinc-electro For drawing

SEHD
SECE
SEHE
SBHGI }or general use

coated steel
For drawing

plates, sheet
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Kind1l |SPSZI
SPHZC

SPSZ2
SPHZD

Kind3 | SPSZ3
SPHZE

SPSZ|1
SPHZC

Kind2 {SPS

2

SPSZ3
S

Remarks 1. Raw plates (or sheets) shall be classified into 2 kinds, cold-rolled plate and hot-rolled
plate, and cold-rolled plate shall be indicated as "SPSZ" and hot-rolled plate shall be
indicated as "SPHZ". |

2. In case the cold-rolled plates shall be more classified, "Y" shall be suffixed to symbol for
ScplY and "A", "B", "C" for Scp3A, B, C.
Example: SPSZ1Y, SPSZ3B

Hot-dip
Zinc-coated

steel plates, SBHG2 For drawing

sheets

SBHG3 For deep drawing

-

Hot-dip
Zinc alloy
coated steel

For general use

For drawing

plates, sheets

For deep drawing

8
&

1/4


http://www.avadocuments.com/doc/kia-kes-b-a006-1987
http://www.avadocuments.com/doc/kia-kes-b-a006-1987

