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I. Scope of Application

KES B-A025

This standard specities the classitied symbols of vibration-damping laminate

steel plate used tor oil pan, body panel. vibraton function materials, etc.

2. Classified Symbols

Classitied symbols of steel plate are composed of basic symbol and selective symbol, and the

composition shall as shown in Table 1.

Indication order

classified symbol

Table 1.
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basic symbol

Remark. The indication order and symbols shall be as follows.

Indication
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Symbol and Meaning

S: steel

L.: laminate
D: vibraton-damping
Type of vibration-damping
H: high temperature (80 € or over)

M: medium temperature (40 € t0 80 ©)

R: room temperature (less than 40 ©)

. eutectic
I. general use
2. draft use
3. deep drawing use
1Type of coating
Z: zinc galvanizing steel plate
U: alloyed plating steel plate (zinc-nickel)

M: hot zinc alloyed steel sheet
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