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KeS B-A027

1. Scope of Application
I.1 This standard specifies hot-dip galvanized steel sheet and strip (referred to as steel sheet and SUrip)
1.2 The original materials for galvanized steel sheets and strip shall be as specified in KES B-AQ0Q2
(hot rolling steel sheet and strip), KES B-A007 (cold rolling high tension steel sheet and strip) and
KES B-A-008 (hot rolling high tension steel sheet and strip)

2. Types and Symbols

2.1 The types and symbols of steel sheets and strip shall conform to Table 1.

Material - ' Old Cold rolled aterial
” Coidrolling | Hotrolled | Hot rolled
W | symbols I%l“,ﬁ' gvmbols", | symbols: | Symbols ™
SCPIM | SPSZI1-M SCPI | _ 440 Cradi | e,
SCP2M |  SPSZ2-M SCP2 | o
SCP3AM spszaM | scpia |
SCP3CM l SPSZ3C-M SCP3C
SHCP35M HPX35Z-M SHCP35 l |
SHCP40M HPC40Z-M | | SHCP40
SHCP45M HPC4SZ-M | SHCP45
SHCP50M HPCS0Z-M | | SHCP50
SHCP55M HPCS5Z-M | | SHCPSS
SHCP60 | HPC60Z-M | SHCP60
SHCPI0OM | HPCI00Z-M SHCP100
SHPIM SPHZ1-M l SHP1
SHP2M | SPAZ2-M SHP?2
SHP3M SPAZ3-M SHP3 |
SAPH32M SAPH32Z-M SAPH32 | *
SAPH38M SAPH38Z-M , SAPH38
SAPH41M SAPH41Z-M ’ SAPH41 |
SAPH45M SAPH45Z-M SAPH45
SHHPSOM | HPH30Z-M | ‘ SHHP50
SHHPSSM | HPHS5Z-M l | SHHPSS
SHHPSOM HPH60Z-M SHHP60
SHHP70M HPH70Z-M l SHHP70
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Notes P
(1) Generally steel sheets and strips shall be "fo\il\e:gf and the manufacturer shall consult with Kia on

how 10 do the oiling.

3. The Amount of Plating

3.1 There are two types. One is the same thickness in both surfaces of steel sheet and strip (referred to
as the same thickness plating) The other is the different thickhess in both sides of steel sheet and
strip (referred to as the different thickness plating).

The standard and minimum amounts of plating shall be marked in the concerhed surface and

conform to Table 2. But in case of the different thickness plating, the amount shall be in
accordance with Table 2 and represented as follows

Steel sheet : the standard amount of plating on the top surface / that on the bottom surface (EX :
6(/45)

Steel strip : the standard amount of plating on the outer surface / that on the inner surface (EX:
S(/60)

Table 2. The amount of zinc plating

Amount of zinc plating Amount of zinc plating (face plate G/m2) Reference

The same and different thickness of plating | Thickness of platng(face plate} wm
45 38.2-60.0 6.3 |
60 51.0~76.0 3.4 |
50 76.5~102.0 12.6 :
120 102,0 ~ 132.0 ' 16.8

Note

(1)The thickness of zinc plating is rounded off to two decimal points by KES A-A003 (Rules for
rounding off of numerical values)

3.2 Designation of type and symbol

SCPIM - 60/60

Standard amount of plating.
Material symbol.
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