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KES B-AD28

I. Scope of Application
This standurd specities laminated steel sheets,

2. Types and symbols
Tyvpes and symbols of laminated steel sheets shall conform to Table 1.

Table 1. Tyvpes and symbols

$vmbol remark

MPMRT room temperature, the inner sheet and the outer sheet ot the aurd body, Dash Board

MPM HT 30 | medium temperature, engine cover

MPM HT 80 | medium temperature, Cylinder Head Cover, Oil Pan

NMPMHT 100 l hich temperature. Cylinder Head Cover. Oil Pan

MPM HT 120 | high temperature

+

Remuark. 1. RT: Room Temperature
-

HT: High Temperature
3. 30.80, 100,120 meun the maximum loss coefficient at SOC.SOC.100C 120C respectively,

3. Muanufucturing Method
Insert resin which is viscoelastic at the fixed temperature between the bDouble steel sheets through
overtapping rolling method. At this time. the thickness of steel sheets or a resin varies depending On its

purpese of berng used.

4. Chemicul components

Chemical components of steel sheet shall contorm to Table 2.
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