Oil Tempered Carbon Steel Wire for
Valves Spring
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KES B-B020

1. Scope of Application

This standard specifies the oil-tempered carbon steel wires for valve springs or other springs equivalent
to this (Hereinafter referred to as "wire").

2. Kind and Symbol
The kind and symbol of the wire shall conform to Table 1.

Table 1

Kind Symbol

Oil-tempered carbon stecl wire for valve spring SWO-V

3. Material
The material of the wire shall be of PWR 628 and 67B.

4. Manufacturing Method
The wire shall be manufacted by cold working and further shall be given by oil-tempering.

5. Shape and Dimensions

(1) The range of wire diameler shall be of 2.0 to 6.0mm and the standard wire diameter shall conform
{o as shown in Table 2. |

Table 2

(2) The tolerance of diameter and the difference of diameter of the wire shall conform to Table 3.

Table 3

Unit : mm

Difference of diameter

Tolerance

Wire diameter

1/4
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