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KES I3-B036
B 1. Scope of Application
This shall regulate about the general steel” (generally called as steel) produced by hot
rolling for cold-finished steel bars.

Note'" : Exclude KES B-B010 (Carbon steel for mechanical structure).

2. Type and Symbol
Steel shall be 6 types and follow table 1.
Table 1 Symbol of type

Symbol. of type Remark

SGD A

Guarantee of mechanical property
SGD B

SGD 1

SGD 2
Qﬁ (Guarantee of chemical component

SGD 3

SGD 4

Remark : When designate cold steel for SGD 1, SGD 2, SGD 3 and SGD

-4, add K at the.end of each symbol.

3. Chemical Component and Mechanical Property
Chemical component and mechanical property shall follow tests of 6.1 and 6.2 clauses

and the value shall follow table 2.

4. Dimension, Mass and Tolerance
Dimensior, mass and tolerance of steel shall follow KES C-Al0l (Appearance,
chimension, weight and olerance of hot rolled flat steel) and KES C-A102 (Appearance.
¢ ) dimension, weight and wlerance of hot rolled steel bar and coil steel bar), but the

slandard value shall be less than 130mm.
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