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1. Scope of Application

This standard specifies carbon vanadium piston stecls.

2. Types and Symbols
Types and symbols shall conform to Table 1.

Tablc |
Type symbol Main usage I
VS 2 { machine dril] |
VS 3 [’istion
VS 3 Piston Bear
VS 6

3. Chemical components
Chemical components. quenching depth and size of materials shall conform to Table 2.

Table 2
Symbol Si | Mn NiCrlov depth(mm) | material(mm)
VS 2 __11'-01% ) 1 .7- 1.9 60 8,70 =
=025 £0.25
VS 3 1.8 - 2.1 50 o
11 £0.030; 20.10 | @10~
1.00 090
VS5 | ~1.10 | - 2.0-2.8 65 o
| ’ |
VS 6 | | | 1.9-2.2 90 s

4. Test
4.1 Analysis Test
4.1.1 Analysis method shall conform to the following standards.
KS D 1802 (analysis of phosphorus in iron and sicel)
KS D 1803 (analysis of reed in iron and steel)
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