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KES B-C016

1. Scope of Application
This standard specifies steels for gage block.

2. Types and Symbols
Types, symbols and chemical components shall conform to Table 1

Table 1

Chemical components %

Type,symbol

S;

1 Mn P S Cr W
KESDI 2.00~2.20 <0.40 <0.50 | =£0.025 12.00~13.00] 0.60~1.00

3. Mechanical Properties

Heat treatment and hardness shall conform to Table 2. -

Table 2
Symbols '
| . : . . Quenching,
Anncaling | Quenching Tempenng Anncaling tempering

930~980 100~200
=063
o1l cooling air cooling

Remark.: Especially dimensional tolerance and non-mctal inclusion shall be strictly administered.
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