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1. Scope of Appilcation
This standard specifies hollow drill steels used for rod for the use of rock drill or for insert bit.

2. Types and Symbols
Types and symbols of steels shall comform to Table 1.

Table 1
Type 24 SKC 24 Rod for the use of rock drill

Type 31 SKC 31

3. Chemical Components
The chemical analysis of steels shall be Radle analysis, and the values shall comform to Table 2.

Table 2
Symbol Chemical components %%
B T 8 o s e I o
SKC24 | 0.33 0.30 | 2.50 030 | 0.15
~0.43 ~1.00 ~3.50 ~0.70 | ~0.40

<0.030 =0.030

2.80

~3.20

SKC 31 0.12 0.60
~0.25 ~1.20

Remark. All kinds of impurities shall not exceed Cu 0.25%.

4. Mechanical Properties
(1) The hardness of steels shall comform to Table 3.
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